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Probability of faultless work of responsible wares from ceramics  cowlings of rockets 

depends on the parameters of imperfect layer of their surface. Choosing the chart of treatment, 

description of grinding wheels and cutting parameters during grinding it is necessary to come from 

the decline level of power influence of instrument on the formed surface, that provided theoretic 

frequency diminishing of imperfect layer, conditioned the machining job process, and this way 

marking up reliability of their exploitation. 
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